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D-97650 Flodungen

enclosure 1 test report
PZ-Hoch-140967

,, Brandschacht"-test #57 07

measurement

#5707,Georg+ Oüo Fdedrich,'Art. 6046",4+K, PN 19914
residual length: 74cm, max. emoketemp.: 1 1 1 "C, gmoke-lnt.: 1o,6min
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testing time 10 minutes
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Prüfinstilut Hoch
Lerchenweg I
D-97650 Flodungen

enclosure 2 test report
PZ-Hoch-1 40967

,, Brandschacht" -test #57 08

measurement

#5708, Georg + Otto Friedrich, "Art. 6046", B+S, PN 19914
residual length: 73cm, max. smoketemp.: 110"C, smoke-lnt.: Zo/omin
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D-97650 Flodungen

enclosure 3 test report
PZ-Hoch-140967

,, Brandschacht"-teat #5709

measurement

#5709, Georg + Otto Friedrich,'Art. 4035", B+S, PN 19916
residual length: 69cm, max. smoketemp.: 109"C, smoke-lnt.: 2%min
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Prüfinslitut Hoch
Lerchenweg 1
D-97650 Flodungen

enclosure 4 test report
PZ-Hoch-140967

4.

5.

Test for normal flammability
classifying 82 according to DIN 4102

1. Description of test material in condition as delivered look at page 2

2. Preparation of samples
Out of the material there have been cut samples for the ignitability apparatus.
The samples were kept in a climate 23150 until they reached constant weight.

3. Arranqement of samples -freely suspended-
Flaming in warp and weft direction / Flaming side A and side B

Date of test CW 33 in2Q14

Results

1) time mentioned from the beginning of the test2) during 20 Sec

PN 19914: flaming side A in warp edqe-test surface-test
.E
osamples no. 1 2 3 4 5 6 1 2 3 4 5 6

iqnit ionl) I 1 1 1 1 .t. S

reaching the mark of measurementl)2) .t. .t. .t. .t. .t. .t. S

max. flame heioht I I 9 I 7 1 cm

t ime 10 5 6 6 4 .t.
self cessation of the flames
end of afterflamel) 11 7 7 I 5 .t. S

end of qlowinql) .t. .t. .t. .t. .t. .t. S

flames were extinquished afterl) .t. .t. .t. .t. .t. .t. s

smoke development (visual) little-moderate little-moderate

dropoinq of burninq material durinq 20 st) .t. .t. .t. .t. .t. S

Aooearance after test: burned out till max. heiqht 11 cm x width 4 cm

PN 19914: additional tests edge-test surface-test
E
ösamoles no. 1 2 3 4 5 6 I 2 3 4 5 6

iqnit ionl) I .t. 1 2 1 2 S

reachino the mark of measurementl)2) .t. .t. .t. .t. .t. .t. S

max. flame heiqht 5 1 3 4 3 4 cm

t ime 3 .t. 1 4 3 4
self cessation of the flames
end of afterflamel) 5 .t. 2 7 4 7 S

end of qlowinol) .t. .t. .t. .t. .t. .t. S

flames were extinouished aftert) .t. .t. .t. .t. .t. .t. s

smoke development (visual) little-moderate little-moderate

droooino of bumino material durino 20 s1) .t. .t. .t. .t. .t. .t. S

Aooearance after test: burned out till max. heiqht 11 cm x width 3 cm

IWFBGqReWI

-/- no appearance -- no information
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enc,osure 5 test report
PZ-Hoch-140967

PN 19916: edqe-test surface-test
E
ösamples no. 4 2 3 4 5 6 'l

I 2 3 4 5 6

ionit ionl) .t. I 1 .t. 1 1 2 .t. s

reachino the mark of measurementl)2) .t. .t. .t. .t. .t. .t. .t. .t. s

max. f lame heiqht 1 1 5 I 4 3 2 1 cm

t ime .t. .t. 2 .t. 2 3 2 .t.
self cessation of the flames
end of afterflamet) .t. .t. 3 .t. 3 6 3 .t. S

end of olowinq ' ' .t. .t. .t. .t. .t. .t. .t. .t. S

flames were extinquished afterl) .t. .t. .t. .t, .t. .t. .t. .t. s

smoke develooment (visual) verv little verv little

droooino of burnino material durino 20 s1) .t. .t. .t. .t. .t. .t. .t. .t. S

Aooearance after test: burned out till max. heioht 12 cm x width 4 cm
1) time mentioned from the beginning of the test2) during 20 Sec -/- no appearance -- no information

6. Remarks and explanations to the testinq procedure - none -

7. Opinion concerninq the droppinq of burninq material
The test for normal flammability shows no burning dripping material.
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sample to test report
PZ-Hoch-140967

company

description of samples

name of the material

Georg+Otto Friedrich
Waldstraße 73
D-64868 Groß-Zimmern

knitted fabric consisting of 100 % polyester (colour: white)

,,Pofyesterwirkware 52 gtm2 - 130 g/m2"


